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Fig.1 Schematic diagram of the calculated trench

capacitor.
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Fig.2 Dependence of ESR on capacitance.
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Fig. 3 Top view of the fabricated trench capacitor.
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Fig. 4 SEM photograph.
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Fig.5 Dependence of leakage current on applied

voltage.
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