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Fig. 1. Etching rate of SiO films at each
position shown in inserted figure.
SUS_Ra [a.u.] | Al_Ra [a.u]
Before 1.00 1.00
After 1.01 1.00

Table. 1. Roughness on SUS and Al
substrate before/after plasma cleaning.
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